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! ! Al 1. WT WELDS MUST WITHSTAND A GAS PRESSURE TEST OF 225 PSI
| 2. VT WELDS ARE VACUUM TIGHT AND MUST PASS A HELIUM
. LEAK RATE TEST OF 2.0x 10  STD ATM Hé cc/SEC.
| 2\ 3. FURNACE BRAZE PER MIL-B-7883 IN HIGH VACUUM (10 TORR) WITH BRAZE
GTAW . MATERIAL 721 GRADE 2 FOIL AND RINGS AND PER TS P410103-00054
VT
| 1\ 4. ELECTROPOLISH PER TS P410103-00054
1 5. ALL BRAZING TO BE DONE IN A VACUUM FURNACE WITHOUT FLUX.
NOTE3&5 |
VT 1
' 9 RING 375 0.D. x .040 #7121 GRD 2 2
| 2 8 RING .3751.D. x .051 #7121 GRD 2 2
7 FOIL .003 THICK #7121 GRD 2 AR
1
- 6 | P410103-100104 ADAPTER 2
| 5 P410103-100105 BUSHING 2
! D 4 .38 CPI SOCKET WELD CONNECTOR 6-6ZHBW-SS 2
| 3 P410103-100103 SHIELD 1
1 2 P410103-100102 TUBE, ABSORBER 1
| 1 | P410103-100101 FLANGE, ABSORBER 1
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